
Concentration oxidised IGEPAL co-890 S−  
Mean SD N 

0 100 0 3 
2 92.69697 5.2563 3 
4 95.30303 4.96618 3 
6 85.53166 5.3618 3 

12 78.42424 3.468957 3 
18 71.60606 5.082394 3     

 


